
La superficie di questo articolo può subire un trasferimento di colore a causa di alcuni coloranti utilizzati per abbigliamento e accessori (ad esempio jeans). Questo fenomeno viene 
amplificato con alti tassi di umidità o alte temperature. L’azienda non si assume alcuna responsabilità in caso di migrazione di colore. I dati riportati nella scheda tecnica sono indicativi e 
in buona fede, ci riserviamo di modificarli in qualsiasi momento al fine di migliorare i nostri prodotti. L’impiego del prodotto va valutato in base all’utilizzo finale, non saremo responsabili 
per usi impropri. Il colore può subire delle leggere variazioni in base alle diverse partite.
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This article’s surface could have a color transfer due to some dyes utilized for clothing and accessories (for example jeans). This phenomenon increases with the humidity and the 
high temperature. Our company assumes no responsibility for the transfer of colors caused. The over mentioned data correspond to average values communicated in good faith, 
we reserve the right to ratify it in any moment, as to improve our products. The product use has to be considered in term of what has to be realized. The product cannot be held up 
responsible when it is improperly use. Slight colors differences among several lots are admitted.

Tipologia
Leather types

Tipologia di concia
Tannage

Fiore corretto
Corrected grain

Pelle bovina europea
European raw hides

Ai sali di cromo 
Chrome Tannage

Tipo di tintura
Dyeing

All’anilina passante in botte 
Aniline through-dyeing

Solidità del colore allo sfregamento a secco 
Color fastness to dry rubbing ISO 11640

1000 cicli-val.4 scala grigi 
1000 cycles-val.4 grey scale

Solidità del colore alla luce
Color fastness to light ISO 105-B02

>6 scala dei blu 
>6 blue scale

              Uruguai

Spessore
Thickness 1.0/1.2MM

Tipo di rifinizione 
Finishing

Pigmentata all’acqua 
Water pigment finishing

Solidità del colore allo sfregamento a umido 
Color fastness to wet rubbing ISO 11640

250 cicli-val.4 scala grigi 
250 cycles-val.4 grey scale

Adesione alla rifinizione 
Adhesion of finishing ISO 11644 >2 N / 10 mms

Solidità allo strappo
Tear resistance EN 3377-1 >20 N

Azo-coloranti direttiva 2002/61/CE 
Azo-dyse dyrective CEN ISO/TS 17234

Assenti (<30 ppm) 
Absent (<30 ppm)

Solidità alla flessione 
Crack resistance EN ISO 5402

50.000 cicli 
50.000 cycles

Contenuto in PCP 
Pentachlorphenol content CEN/TS 14994 <5 ppm

Contenuto in cromo esavalente 
Exavalent chromium content CEN/TS 14995 <10 ppm

Contenuto in formaldeide libera 
Formaldeyde content CEN ISO/TS 17226 <150 ppm
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